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RESUMEN  
 

El presente proyecto tiene como finalidad analizar y describir las ventajas que puede 
ofrecer el ácido poliláctico como material para la impresión 3D, el cual es un material 
muy versátil, que se puede obtener a partir de recursos renovables al 100%, como 
son el maíz, la remolacha, el trigo y otros productos ricos en almidón. El proyecto 
tiene unos objetivos que se desean alcanzar para cumplir a cabalidad la finalidad 
de este, es importante identificar las materias renovables u otras alternativas que 
pueden ser utilizadas para la generación de ácido poli láctico. Por consiguiente, en 
el marco teórico denotan los términos importantes y bases teóricas necesarios para 
la clara compresión del tema.  
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ABSTRACT 
 

The purpose of this project is to analyze and describe the advantages that polylactic 
acid can offer as a material for 3D printing, which is a very versatile material that can 
be obtained from 100% renewable resources, such as corn, beets, wheat and other 
products rich in starch. The project has some objectives that are to be achieved in 
order to fully fulfill its purpose, it is important to identify renewable materials or other 
alternatives that can be used for the generation of polylactic acid. Therefore, in the 
theoretical framework they denote the important terms and theoretical bases 
necessary for the clear understanding of the topic. 
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